
FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Analysis For Total Metals By EPA Method 200.8 

Client ID: 
Date Received: 
Date Extracted: 
Date Analyzed: 
Matrix: 
Units: 

Internal Standard: 
Germanium 

Analyte: 

Chromium 
Nickel 
Copper 
Zinc 

M98454 
03/30/06 
04/07/06 
04/07/06 
Water 
ug/L (ppb) 

% Recovery: 
88 

Concentration 
ug/L (ppb) 

138 
26.6 
67.8 
<10 

Client: 
Project: 
Lab ID: 
Data File: 
Instrument: 
Operator: 

1 

Lower 
Limit: 

60 

Alaskan Copper Works 
Metro Self Monitor, PO# M98454 
603328-01 lOx 
603328-0l lOx.015 
ICPMSl 
btb 

Upper 
Limit: 

125 

AKC-0007461 



FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Analysis For Total Metals By EPA Method 200.8 

Client ID: 
Date Received: 
Date Extracted: 
Date Analyzed: 
Matrix: 
Units: 

Internal Standard: 
Germanium 

Analyte: 

Chromium 
Nickel 
Copper 
Zinc 

Method Blank 
Not Applicable 
04/07/06 
04/07/06 
Water 
ug/L (ppb) 

% Recovery: 
98 

Concentration 
ug/L (ppb) 

<10 
<10 
<10 
<10 

Client: 
Project: 
Lab ID: 
Data File: 
Instrument: 
Operator: 

2 

Lower 
Limit: 

60 

Alaskan Copper Works 
Metro Self Monitor, PO# M98454 
16-208 mb 
16-208 mb.006 
ICPMSl 
btb 

Upper 
Limit: 

125 

AKC-0007 462 



FRIEDMAN & BRUY A, INC. 

ENVIRONMENTAL CHEMISTS 

Date of Report: 04/12/06 
Date Received: 03/30/06 
Project: Metro Self Monitor, PO# M98454, F&BI 603328 

QUALITY ASSURANCE RESULTS 
FOR THE ANALYSIS OF WATER SAMPLES 

FOR METALS BY EPA METHOD 200.8 

Laboratory Code: 603327-01 (Duplicate) 

Analyte 
Chromium 
Nickel 
Copper 
Zinc 

Reporting Units 
ug/L (ppb) 
ug/L (ppb) 
ug/L (ppb) 
ug/L (ppb) 

Sample 
Result 

3.28 
12.3 
36.1 
24.1 

Laboratory Code: 603327-01 (Matrix Spike) 
Spike 

Analyte Reporting Units Level 
Chromium ug/L (ppb) 20 
Nickel ug/L (ppb) 20 
Copper ug/L (ppb) 20 
Zinc ug/L (ppb) 50 

Laboratory Code: Laboratory Control Sample 
Spike 

Analyte Reporting Units Level 
Chromium ug/L (ppb) 20 
Nickel ug/L (ppb) 20 
Copper ug/L (ppb) 20 
Zinc ug/L (ppb) 50 

Duplicate 
Result 

3.00 
10.5 
37.3 
21.9 

Relative 
Percent 

Difference 
9 
16 
3 

10 

Acceptance 
Criteria 

0-20 
0-20 
0-20 
0-20 

Sample % Recovery Acceptance 
Result MS Criteria 

3.28 103 50-150 
12.3 90 50-150 
36.1 121 50-150 
24.1 105 50-150 

% Recovery Acceptance 
LCS Criteria 
109 70-130 
88 70-130 
107 70-130 
105 70-130 

3 
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James E. Bruya, Ph.D. 
Charlene Morrow, M.S. 
Yelena Aravkina, M.S. 
Bradley T. Benson, RS. 
Kurt Johnson, B.S. 

Accounts Payable 
Alaskan Copper Works 
628 South Hanford 
Seattle, WA 98134 

FRIEDMAN & BRl.JYA, INC. 

ENVIRONMENTAL CHEMISTS 

DUPLICATE COPY 

INVOICE # 06ACU0412-1 

J012 16th Avenue West 
. · Seattle, WA 98119-2029 

TEL: (206) 285-8282 
FAX: (206) 283-,5044 

.e-mail: fbi@isomedia.com 

RE: Project Metro Self Monitor, PO# M98454, F&BI 603328 - Resµlts of testing 
request~d by Gerr~ Thompson for materiaJ submitted 911 March 30., .2006 . 

. ' 

1 sample analyzed for Total Chromium, Copper, Nickeland Zinc 
by)VI~thod 200.8@ $80 per sample 

Amount Due ... ... ... . , ......... , ......................................... : ............... ..... . 

AKC-0007 464 

(b) (6)



~(9~3;2,~ - . < 

Send Report To · , · Sc,W 

Company~A~L=~J..:....:....~~~~_.\,C~~ 

Address <o · · - , :Ar S:.C 

city, state, ZIP -S"z.3vcr 6JA- 9F;'tsc/ 
Phone#·2e0-5sz ..5:i'319 Fax# 2.::6 -.?&2-<IJo? 

Sample ID LabID Date Time 

/VJ g ;Jc;Sc/ DI %)1n I :ts-

' 

,1 

Inc. A A SIGNATURE 
Vest n"' - ... /:ti-, 

x~•A /1 

s ure) 

PRO~CT NAME/NO. 
(Y)z,(JJ?D S2'.CP (YJ6N i' <k\~ 

REMARKS 

Cl) ~ 
,..,j 

al ;§ ~ 
IQ 0 
Cl) o · c;Q 

#of ·.-1 02-· 

Sample Type A as . >, 

containers ~ q _ .a· . . 
K I).,. :I: l":,;l 
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E-< E:,< 

~ 
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0 
~ --

00 
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m 
0 

~ 

Jvl£. 3 / '3>0/ a 6 A-.J-- jL 

PO# 

Page# ____ of 

TURNAROUND TIME 
D Standard (2 Weeks) 

M9g-ljs·y D RUSH ______ _ 

Rush charges authorized by: 

SAMPLE DISPOSAL 
□ Dispose after 30 days 
□ Return samples 
□ Will call with instructions 

ANALYSES REQUESTED 
0 -z 
t"'. N ·CSI' 8~ «> 
>.. ~ ca 

,.Q r.:... .J Notes .Ii) ::i:: . 
~ Q 

0 a :> r:a 

COMPANY DATE TIME 
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FRIEDMAN & BRUY A, INC. 

ENVIRONMENT AL CHEMISTS 

James E. Bruya, Ph.D. 
Charlene Morrow, M.S. 
Yelena Aravkina, M.S. 
Bradl~y T. Benson, B.S .. 
Kurt Johnson, B.S. 

, 3012 16th Avenue West , 
S~attle, WA 98119-2029 

TEL: (206) 285-8282 
·FAX: (206) 283-5044 . 

e~01ail: fbi@isomedia.com . 

April 12, 2006 

Gerry Thompson, Project Manager 
Alaskan Copper Works 
628 South Hanford 

·, Seattle, WA 98134 .. · · 

· Dear l\1r. Thompson: , 

Included are the results from the testing of material submitted on March 30, 2006 
from the Metro Self Monitor, PO# M98454, F&BI 603328 project. There are 3 pages 
included in this report. Any samples th,at may remain are currently scheduled for 
clisposal in 30 days . If yoµ would like us toreturn your samples orarrange for long 
term storage at our offices, please contact us as soon as possible. 

' ' . . ·. ·. ·., ' ', · .... ... ·, . . ' .··_ . ·. ·. •, . ' 

. We appreciate this opportunity to he of service to you and hope you will call if ypu 
.shouldhaveany questions. · ' · , · · 

Sincerely, 

Michael Erdahl 
. ProjectManager 

' Enclosures 

AKC-0007 466 




